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Test Result(s) :
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The following sample(s) was/were submitted and identified by/on behalf of the client as :

2008/07/21 TO 2008/07/29

Please refer to next page(s).
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Test Result(s)

PART NAME NO.1 :

Result
No.1

Phthalates --- --- --- ---
DBP (Dibutyl phthalate) (CAS No.:
000084-74-2)

% With reference to EN 14372 : 2004.
Analysis was performed by GC/MS.

0.003 n.d.

DINP (Di-isononyl phthalate) (CAS
No.: 028553-12-0)

% With reference to EN 14372 : 2004.
Analysis was performed by GC/MS.

0.01 n.d.

DEHP (Di- (2-ethylhexyl) phthalate)
(CAS No.: 000117-81-7)

% With reference to EN 14372 : 2004.
Analysis was performed by GC/MS.

0.003 n.d.

DIDP (Di-isodecyl phthalate) (CAS
No.: 026761-40-0)

% With reference to EN 14372 : 2004.
Analysis was performed by GC/MS.

0.01 n.d.

DNOP (Di-n-octyl phthalate) (CAS
No.: 000117-84-0)

% With reference to EN 14372 : 2004.
Analysis was performed by GC/MS.

0.003 n.d.

BBP (Benzyl butyl phthalate) (CAS
No.: 000085-68-7)

% With reference to EN 14372 : 2004.
Analysis was performed by GC/MS.

0.003 n.d.

WHITE LIQUID

4. "---" = Not Conducted

Note： 1. mg/kg = ppm
2. n.d. = Not Detected
3. MDL = Method Detection Limit

Test Item (s): Unit Method MDL
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** End of Report **
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